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Enhanced luminescence of rare-earth Tb (III)
obtained by mixing of Gd (III) in a fumarate complex
and intra-molecular energy transfer
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Trivalent lanthanide ions display fascinating optical properties. Therefore, the rare-earth complexes of terbium fumarate
heptahydrate and GdTb fumarate heptahydrate were grown by using a single gel diffusion technique. The crystals were char-
acterized by different physicochemical techniques of characterization. UV-Vis and photoluminescence spectrophotometric ex-
periments were carried out to study the optical properties of the grown crystals. Under various excitations (339 nm, 350 nm
or 368 nm) the terbium fumarate complex emitted characteristic (4f-4f) green emission of o3t D4-"Fy,J =6, 5,4 and 3,
respectively). Luminescence spectra showed that Gd>* ions in the mixed complex have not affected the luminescence emission
peak positions, but remarkably increased the luminescent intensities of the terbium complex. The energy-transfer mechanism
between the ligand and the central Tb3* ions and from the Gd3* to the Tb3* was discussed.
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1. Introduction

Luminescence is a term used to describe the
process in which light is produced by absorp-
tion of energy. Luminescence contains two basic
forms, fluorescence and phosphorescence, depend-
ing on multiple spin state during the radiative re-
laxation process. Fluorescence refers to the emit-
ting of light between energy states of the same
spin multiplicity, and the process generally lasts not
more than about 10 ns. On the other hand, phos-
phorescence refers to the emitting of light between
states with different spin multiplicity and the pro-
cess lasts a microsecond to seconds. Luminescence
can arise from direct organic ligands excitation
(particularly from the highly conjugated ligands),
metal-centered emission (widely observed in lan-
thanide MOFs through so-called antenna effect),
and charge-transfer, such as ligand-to-metal charge
transfer (LMCT) and metal-to-ligand charge trans-
fer (MLCT). Furthermore, the guest molecules can
also result in luminescence of MOFs. Rare-earth
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ions not only serve as hosts of lighting materials
but also sensitizers and activators because of their
abundant emission colors due to their 4f-4f or 4f-5d
transitions [1]. The unique characteristics of lumi-
nescence of rare-earth elements are attributed to the
narrow emission and high color purity generated
from these ions. Luminescent rare-earth complexes
have potential technological applications in fluo-
rescence devices [2—4]. Their application has also
been reported in electroluminescent devices [5—8]
and as fluorescence probes and labels in a vari-
ety of biological systems [9-12]. The process was
first demonstrated by Wiessman [13] to present
the strong luminescence of certain organoeuropium
compounds and was later observed and studied
by several other authors [2, 14, 15]. Some stud-
ies have also indicated that the addition of the cer-
tain second rare-earth ions, such as Gd (III) and
La (IIT), could change the fluorescence properties
of the rare-earth complexes [16, 17], as well. It is
well-known that the luminescence mechanism is an
intra- molecular energy transfer from the ligands to
the metal ions under excitation by near ultraviolet
light, that is called “antenna effect” [18]. In this
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paper, second rare earth ion Gd>T was found
helpful in improving terbium emission. There-
fore, numerous complexes containing second rare-
earth ions are expected to be introduced into
the complexes to obtain materials with higher
luminescence.

2. Experimental

Terbium nitrate hexahydrate (99.9 %) and
gadolinium chloride hexahydrate (99.9 %) were
purchased from Chengdu Haoxuan Technology
Co., Ltd., China, while the fumaric acid (99.5 %)
and sodium meta-silicate (99.5 %) were purchased
from Thomas Baker Mumbi, India. The chemicals
were used in the process without any further purifi-
cation. Both pure terbium fumarate heptahydrate
(TFH) and mixed gadolinium terbium fumarate
heptahydrate (GTFH) single crystals were grown
by single gel diffusion technique in the crystalliz-
ers consisting of glass test tubes of the length of
200 mm and the diameter of 25 mm. The details
of the experiment have been published by Want et
al. [19]. An energy dispersive spectrometer (OX-
FORD ISIS-300 System) was used to identify the
presence of terbium, gadolinium, carbon and oxy-
gen in the grown crystals. The UV-Vis spectrum
for both TFH and GTFH crystals was measured
with a Cary 5000 spectrometer in the range of 200
to 1000 nm. The photo luminescence spectra of
these crystals were obtained by using a Varian Cary
Eclipse spectrophotometer and recorded under the
same experimental conditions.

3. Results and discussions

3.1. Powder XRD diffraction results

Fig. 1 shows the powder XRD pattern of GTFH
crystals. The powder X-ray data were indexed us-
ing CRYSFIRE program [20]. The structure of as-
grown GTFH crystals was evaluated to be mono-
clinic belonging to the space group P2{/n with the
cell parameters: a = 9.2705 A, b = 14.3701 A,
c = 143602 A, « = 90°, B = 91.41° and
v = 90°. These cell parameters were found very
close to the cell parameters of terbium fumarate

heptahydrate belonging to P2;/n space group as
obtained from its single crystal XRD reported by
Shah et al. [21]. The mixed fumarate complex
is, therefore, isomorphous with terbium fumarate
complex and may also contain four coordinated and
three lattice water molecules as shown by an OR-
TEP diagram for terbium fumarate heptahydrate re-
ported by Shah et al. [21]. The presence of seven
water molecules in the complex was also substan-
tiated by the dehydration step of TGA graph as
shown in Fig. 2, where the calculated loss of seven
water molecules = 16.04 % equals to the experi-
mental loss of 15.5 %.
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Fig. 1. Powder XRD pattern of mixed GdTb fumarate
heptahydrate.

3.2. [Elemental analysis

In order to confirm the content of gadolinium
and terbium in the grown crystals, an energy disper-
sive X-ray analysis (EDAX) was carried out for the
grown complexes. Fig. 3 shows the EDAX spec-
trum of the mixed GTFH crystals which confirms
the presence of both gadolinium and terbium in
the complex. Table 1 shows the atomic and mass
percentages of the elements, like oxygen, carbon,
gadolinium and terbium as obtained from EDAX of
the compound. From the EDAX analysis, the qual-
itative and quantitative content of Gd and Tb in the
complex is in the ratio of 1:1, which is also in total
agreement with the empirical formula of the com-
pound GdTb (C40O4H5);3 as established from CHN



Enhanced luminescence of rare-earth Tb (11l) obtained by mixing. ..

687

Table 1. EDAX analysis of GTFH complex.

Element Mass % Mass % Atomic % Atomic %
(Calculated) (Experimental) (Calculated) (Experimental)
Carbon 18.50 19.98 36.00 37.75
Oxygen 39.02 40.57 57.60 56.52
Terbium 20.40 20.09 3.02 2.84
Gadolinium 19.50 19.36 3.02 2.87
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Fig. 2. TGA of mixed GTFH crystals showing the de-
hydration stage.

analysis. The percentage of carbon and hydrogen
present in the complex is shown in Table 2.

Table 2. CHN analysis of GTF crystals.

Element Mass % Mass %
calculated experimental
Carbon 18.37 18.45
Hydrogen 2.57 2.02
Nitrogen 0 0

3.3. UV-Vis spectral analysis of terbium
fumarate and gadolinium terbium fumarate
heptahydrates

The UV-Vis spectrum of terbium fumarate hep-
tahydrate (TFH) crystal is shown in Fig. 4. The
spectrum shows maximum absorption in the near-
UV range (200 to 350 nm) at 266 nm for which
the reflectance of 14.426 % was observed owing
to n — 7t* transition. This transition might be due

Fig. 3. EDAX spectrum of GTFH crystals showing the
presence of gadolinium, terbium, oxygen and
carbon in the grown compound.

to the lone pair of electrons present in oxygen
and antibonding 7t orbital of C=C of fumarate lig-
and. At 489 nm, another dip with reflectance of
67.470 % is found in the UV-Vis spectrum. This
wavelength is attributed to 7t — 7v* transition and is
caused by C=C of fumarate part of terbium coordi-
nation complex. At 586 nm, the UV-Vis spectrum
shows another dip which may be due to d-f tran-
sition of terbium. From the spectrum, it has been
inferred that TFH crystals have sufficient transmis-
sion nearly in the entire visible and IR region. The
absorption coefficient at low wavelength and the
transparency in the visible part of the spectrum
from 500 nm are high, suggesting their suitabil-
ity for laser and luminescent materials. The band
gap energy of terbium fumarate heptahydrate crys-
tals with the maximum wavelength of absorption
(266 nm) has been calculated by using the simple
conversion equation, E = hc/Ap as 4.65 eV.



688

M.D. SHAH et al.

The UV-Vis spectrum of gadolinium terbium
fumarate heptahydrate (GTFH) crystal is shown
in Fig. 5. The spectrum showing maximum ab-
sorption in the near-UV range (200 to 350 nm) at
263 nm for which reflectance is 6.057 % was ob-
served owing to n — 7r* transition. This transition
may be due to the lone pair of electrons present in
oxygen and antibonding 7t orbital of C=C of fu-
marate ligand. The absorption coefficient is high at
low wavelength and the graph is smoother for the
mixed fumarate complex, hence, the transparency
in the visible part of the spectrum from 540 nm
suggests its high suitability for laser and lumines-
cent materials. There is hardly any change in the
band gap energy of the GTFH crystal in compari-
son to that of TFH crystal. For the maximum wave-
length of absorption (263 nm) the band gap energy
is calculated by using the simple conversion equa-
tion E = hc/Apax as 4.66 eV.
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Fig. 4. UV-Vis spectrum of terbium fumarate heptahy-
drate complex.

3.4. Photoluminescence (PL) spectrum of
TFH and GTFH crystals

The lanthanide ions suffer from weak light ab-
sorption due to the forbidden f-f transitions, mak-
ing the direct excitation of the metals very ineffi-
cient unless high-power laser excitation is utilized.
This problem can be overcome by coupling species
that can participate in energy transfer processes,
known as “luminescence sensitization” or “antenna
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Fig. 5. UV-Vis spectrum of GdTb fumarate heptahy-
drate complex.

effect” [3, 22, 23]. Fig. 6 shows the emission
spectrum of TFH single crystals recorded at room
temperature.

The emission spectrum of terbium fumarate
complex exited at 339 nm, 350 nm or 368 nm re-
veals well resolved strong luminescence of the f-f
transitions of Tb* ions. Fig. 6 exhibits the charac-
teristic transitions of Tb3™ ions at 491 nm, 546 nm,
587 nm and 621 nm ascribed to the D4-’F; (J = 6,
5, 4 and 3, respectively) which are characteristic
of 4f-4f transitions of Tb>T ions in the host lat-
tice [24]. The luminescence spectrum of terbium
fumarate is dominated at 546 nm in the green re-
gion, which is attributed to the D4 — ’Fj transi-
tions of Tb®>* ions. Because of the intense absorp-
tion bands of organic chromophores, much more
light can be absorbed by the organic ligands than by
the lanthanide ion itself. Strong emission intensi-
ties indicate that the ligand is able to absorb energy
and transfer it to Tb3* ion, emitting the charac-
teristic fluorescence of the Tb3* ion. However, the
presence of water molecules in the grown crystals
may quench the luminescence. Indeed, it has been
reported that vibrations of water molecules could
effectively reduce the electronic energy of excited
rare-earth ions, and the extent of the quenching is
directly related to the number of the coordinated
water molecules [25].

Fig. 7 shows the emission spectrum and the
inset shows the excitation spectrum of the mixed
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GTFH complex. From this spectrum, it can be
seen that the introduction of Gd** ions has not
affected the characteristic emission peak positions
of Tb3*, but increased the luminous intensity of
the complex. Energy transfers from one lanthanide
to another lanthanide ion have also been observed
to enhance the luminescence intensity in heterolan-
thanide MOFs. For instance, the Eu** emissions
at 595 and 615 nm in the heterolanthanide
MOF  [(Eu,Tb)-(CsHgO4)3(H20),]-(C1oHgN>)
(CeHgO4 = butane-1,4-dicarboxylate, C;oHgN; =
4,4-bipyridine) are much stronger than
those in  [Eu(CsHgO4)3(H20),]13-(C1oHsN>),
while the Tb’* emission at 545 nm
in the heterolanthanide @~ MOF  [(Eu,Tb)-
(CsHgO4)3(H20)2]3-(CoHgNz) s completely
quenched [26]. Within heterolanthanide MOF
[(Eu,Tb)-(CsHgO4)3(H20)213-(C1oHgN>), the
Tb> centers sensitize the Eu’t, leading to
effectively enhanced Eu’* emission. Such en-
ergy transfer from Tb3* to Eu’* has also been
observed in the MOFs (Eug,Tbgs)2(2,5-pdc)2-
(1,4-pda)(H20), and (Eug 1 Tbg9)2(2,5-pdc)2(1,4-
pda)(H,0), (Hppde = 2,5-pyridinedicarboxylic
acid, Hopda = 1,4-phenylenediacetic acid) [27].
In the heteronuclear GTFH complex, there is no
obvious shift in the wavelength of the luminescent
emission peaks. However, the luminous intensity
in case of the heteronuclear complex has un-
precedently increased. The increase in luminous
intensity in mixed GdTb complex as compared
to pure Tb fumarate complex may be caused by
the energy transfer probability of electric dipole
transitions. Gd may have transferred energy by
means of intramolecular/intraionic energy transfer
mechanism, which accounts for the increase in
the luminous intensity. Another factor may be the
ionic radius of Gd closer to that of luminescent
Tb due to lanthanide contraction. It can also
favor intramolecular energy transfer. The closer
the size of an ionic radius to that of luminescent
ion, the greater is the enhancement of luminous
intensity [28]. Another reason may be attributed
to the efficient packing of different moieties of
hetreonuclear complex, thereby increasing the
symmetry of coordination sphere. Two lanthanide
ions (Gd and Tb) can bind the ligand fumarate

molecules more firmly, making the complex rigid,
compact and regularly oriented. The efficient pack-
ing may facilitate intramolecular and intraionic
energy transfer thereby increasing the luminous
intensity of the complex.

3.5. Energy-transfer mechanism

The intramolecular energy transfer takes place
from the triplet level of ligand to the emissive
level of Tb?* ion by the Dexter’s resonant ex-
change interaction [29]. The triplet state energy
level of the organic linkers, such as fumaric acid
(24034 cm™"), is higher than the resonance energy
levels of Tb3* (20430 cm™!), therefore, the energy
absorbed by the ligand can effectively transfer to
Tb>*, thus, the luminescence efficiency of Tb3*
ions is enhanced [30]. When the rare earth com-
plexes composed of active rare-earth ions Tb>* and
inert rare-earth ions (La’", Y3+ and Gd>*) were
grown with some organic ligands, the characteris-
tic emission bands of active rare-earth ions Tb>*
were enhanced greatly. The reason may be con-
cerned with both the coordination structure of the
complexes and the intramolecular energy transfer
process. In this co-luminescence system the lowest
excitation energy level of Gd (III) is 32200 cm™!,
which is higher than the lowest triplet level of the
ligand. Therefore, the energy could not be trans-
ferred from the ligand to Gd (III) ions [31]. As
reported in the literature [31], the exited states of
other inert rare-earth ions La’* and YT are much
greater than the triplet energy level of the ligands.
Therefore, the absorbed energy of the ligand also
could not be transferred to La** and Y3*. How-
ever, the introduction of inert fluorescent rare-earth
ions could reduce concentration quenching of Tb3*
ions, and more energy absorbed by the ligands
could be transferred to Tb** ion in the mixed com-
plex through the bridging ligands. Thus, the emis-
sion of the mixed complex is ascribed to direct ex-
citation of the Tb 3 ion [32].

4. Conclusions

1. The photo luminescence spectra of the
grown crystals indicate that the photo emis-
sion intensity was enhanced by Gd (III),
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Fig. 6. PL of terbium fumarate heptahydrate complex.
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Fig. 7. PL of GTFH crystals showing its enhanced lu-
minescence intensity.

which might be due to the intra-molecular
energy transfer between inert rare-earth ions
and active rare-earth ions.

2. The introduction of inert fluorescent rare-
earth ions could reduce concentration
quenching of the Tb*>* ions, and more en-
ergy absorbed by the ligands could be trans-
ferred to Tb3* ion through the bridging lig-
ands. Hence, based on these factors, mate-
rials with higher luminescence could be ob-
tained.

3. The study of UV-Vis spectra suggests the
suitability of TFH and GTFH crystals for
laser use.
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